RFQ NNL04078342Q
Questions & Responses

8-25-04

1.  Question: Could you please advise the arial weight required of the tape listed on the SOW?
Response:  158-163 g/m^2 +/-5g/m^2
2. Question: We would like to know what the approved specification is for the pre preg materials.
Response:  The approve spec on the material is a standard FMS2023
3. Question: In table 1, under the heading of laminate, it gives a lay-up sequence. (Example [+45/0/-45/90] 3s). What is the 3s referring to? Is that the number of plies total or the number of rotations of the lay-up sequence.

Response:  3s = 3 symmetric, that is, the [+45/0/-45/90] sequence is repeated three times about a symmetry plane at the laminate mid-surface.  In this case [+45/0/-45/90/+45/0/-45/90/+45/0/-45/90/90/-45/0/+45/90/-45/0/+45/90/-45/0/+45] (sometimes written [(+45/0/-45/90)_3]_s).  This is the classical notation for representing a laminate and is found/used in every laminate text book.

