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Specifications for Laboratory Mixing Molder

Shall meet the following specifications:

By Item:

1) 
Molding Machine

a) Molding machine shall pre-mix sample before filling mold

b) Molding machine shall produce sample from 1 to 4cc of material

c) Operate from ambient to 450(C

d) Digital temperature display

e) Accommodate 2.54cm to 10cm in length

f) Operate at various speeds to accommodate different sample requirements

g) Heated mold clamps for heating molds with controls and readout 

h) Cycle times of less then 30 seconds

i) One step mixing and molding process

2) 
Item 1b makes above molding mixing machine sited meet requirements for 4cc capacity 
3) 
Heated mold clamp, item 1g makes item 1 meet requirements for heating the molds

Molds:

4) 
Cylindrical mold 4.57mm Diameter by 20.6mm long of metal suitable for reduced wear and sample degradation

5) 
Disc 2.03mm x 16mm diameter of metal suitable for reduced wear and sample degradation

6) 
Flat Dumbell 0.76mm X 25.4mm of metal suitable for reduced wear and sample degradation

7)
 Flat Dumbell 0.76mm x 38.1mm meets ASTM standards D1708 of metal suitable for reduced wear and sample degradation

8) 
Flat Dumbell 1.52mm x 38.1mm meets ASTM standards D1708 of metal suitable for reduced wear and sample degradation

9) 
Rectangular 1.52mm x 38.1mm x 1.27mm of metal suitable for reduced wear and sample degradation

10) Rectangular 3.05mm x 50.8mm x 3.05mm of metal suitable for reduced wear and 


sample degradation

11) Rectangular 3.05mm x 76.2mm x 20.6mm of metal suitable for reduced wear and 


sample degradation

12) Rod 6.35mm x 95.25mm of metal suitable for reduced wear and sample degradation

13) Rod 3.05mm x 95.25mm of metal suitable for reduced wear and sample degradation

14) Rod 2.29mm x 95.25mm of metal suitable for reduced wear and sample degradation

15) Rectangular 1.52mm x 69.85mm x 3.05mm of metal suitable for reduced wear and 


sample degradation

16) Flat Dumbell 3.05mm x 38.1mm meets ASTM standard D1708 of metal suitable for 


reduced wear and sample degradation

17) Flat Dumbell 3.05mm x 63.5mm meets ASTM standard D1822 of metal suitable for 


reduced wear and sample degradation

*Quotes received which exceeds the above minimum specifications – both in terms of the number of specifications exceeded and the perceived value as determined by the government - may be evaluated more highly than an offeror whose product just meets the minimum specifications.  The Government reserves the right to incorporate terms the offeror proposes that enhances the Government’s minimum specifications and are determined to represent the “Best Value”.  

Attachment 2 -  Descriptive Literature
The quoter responding to this solicitation shall provide descriptive literature of its proposed product.  The government will use such literature to determine the technical merit in accordance with the section “Evaluation” section of this solicitation.

(a) "Descriptive literature," for the purpose of this solicitation, means information furnished by a quoter such as cuts, illustrations, drawings, and brochures,

that shows a product's characteristics or construction or explains its operation. The term includes only that information required to evaluate the acceptability of the product and excludes other information for operating or maintaining the product.

(b) Descriptive literature is required to establish, for the purpose of evaluation and award, details of the product offered that are specified elsewhere in the solicitation and pertain to significant elements such as --

     (1) Design;

     (2) Materials;

     (3) Components;

     (4) Performance characteristics; and

     (5) Methods of manufacture, assembly, construction, or operation.

(c) Descriptive literature shall be --

     (1) Identified to show the item(s) of the offer to which it applies; and

     (2) Received by the time specified in this solicitation.

(d) If the quoter fails to submit descriptive literature on time, the Government may reject the quote, except that the government accept late descriptive literature subject to the terms contained in the section “Instructions” of this solicitation.

(e) If the descriptive literature fails to show that the product offered conforms to the specifications of the solicitation, the Government will reject the bid.

Attachment 3 -   Business References:

Complete a table for three (3) references for similar services performed or products delivered (as applicable) not earlier than three (3) years from the date of the Request for Quote:

Offeror Name:      
Reference 1:

	Business Name of reference  & address
	     

	Point of Contact
	     

	Phone number
	     

	e-mail address
	     

	Contract or Purchase Order Number
	     

	Dollar Value
	     

	Period of Performance
	     

	Description of Services Performed or products delivered
	     

	Explain any problems and resolutions
	     


Reference 2:

	Business Name of reference & address
	     

	Point of Contact
	     

	Phone number
	     

	e-mail address
	     

	Contract or Purchase Order Number
	     

	Dollar Value
	     

	Period of Performance
	     

	Description of Services Performed or products delivered
	     

	Explain any problems and resolutions
	     


Reference 3:

	Business Name of reference  & address
	     

	Point of Contact
	     

	Phone number
	     

	e-mail address
	     

	Contract or Purchase Order Number
	     

	Dollar Value
	     

	Period of Performance
	     

	Description of Services Performed or products delivered
	     

	Explain any problems and resolutions
	     


