Questions and Answers for LADEE solicitation

Question

I’ve looked at the drawing package and am unable to determine what the carbon material is – there does not seem to be a callout although the SOW Requirements alludes there is.  Can you advise please?
Answer

Patricia,  I had my engineers verify this. The material specification is presented in note 3 of each of the individual ply drawings.  The material specified is IM7/977-2 4HS (see drawing A9SP-081B-M101 for instance).  In note 3 we also say “in accordance A9SP-080C-XR010”.  This is the LADEE spec that will either refer directly to the Composite Crew Module spec (we now have permission to use their spec) or will create utilizing the appropriate parts of the CCM spec.  
