Question:

Please clarify the wavelength band required by note 14.A.1 on DWG

1251772 and 11.A.1 on DWG 1251773 and 9.A.1 on 1251776?  The large 

wavelength (past around 15-20um) is not an area we have any actual 

test data or test capability. Is there a possibility of meeting this specification by analysis?

Answer:

Test data at shorter wavelengths should be sufficient to characterize coating quality and surface roughness, and from that they should be able to estimate reflectance out to our limit of 50 microns.

