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Construction, and AISC 8303, 1992 Code of Standard Practice
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NEW GUYWIRE | forBuildings and Bridges. Structural steel shall be fabricated
- and assembled in the shop to the greatest extent possible. Parts

NEO : ‘
PROVIDE NEW ATTACH =~ : not assembled in the shop shall be secured by bolts for shipment.

‘S/gu CqAP
EoRr, RAIN

/”“\\Q/—— EXISTING SUPPORT BRACKETS

/ Te REMAMN
n NEW SUPPORT RBRACKET®
, /( ONE of Two REQUIRED)

EXISTING W 1

MENT PoINT ~ Tolerances in fabrication and erection shall be in accordance -

- with AISC S303. Shop connections shall be welded. Field
connections shall be bolted, except where welded connections
are indicated. High-strength threaded fasteners shall be used
for bolted connections, except where otherwise specified.
‘High-strength bolting shall-conform to AISCM017, 1992
Manual of Steel Construction, Volume II, Connections, and
shall be bearing type connections. :
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e (o Holes shall be cut, drilled, or punched at right angles to the

' . surface of the metal, and shall not be made or enlarged by
burning. Holes in base plates shall be drilled. Holes shall be
, clean-cut without torn or ragged edges. Outside burrs shall
o S ST N (,\ " be removgd with a tool making a 1.6 mm bevel.
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TS X Structural steel shapes and plates shall conform to ASTM A 36.
, Welding materials shall conform to AWS D1.1. Steelwork

shall be shop primed. Where indicated, steelwork shall be

hot dipped galvanized in accordance with ASTM A 123.

Abraded surfaces and cut ends of galvanized members shall

be touched up with zinc-oxide primer or an approved galvanizing
m repair conpound.
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@ Steel pipe shall conform to ASTM A 53, Type E, Grade B,
Schedule 40. ' ,
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Steel surfaces shall be dry and free from dirt, oil, grease, wax, and
other contaminants, Oxide or corrosion shall be removed by hand
or power tool.. One coat of a rust inhibitive primer shall be applied
to all metal surfaces. Two coats of an interior alkyd enamel shall be
applied to all metal surfaces. Paints shall be applied in accordance
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