Specifications
Raw materials:
Undoped bricks: 5.5x5.5x23mm, Qty: 5
Doped bricks: 5.5x5.5x22mm, Qty: 3
Final products:

The contractor shall manufacture two (2) Th:Ho:YLF composite rods, using the raw materials being supplied by NASA, in accordance with the minimum following specifications:

· Doped dimension: 4mm dia x 20.6mm length

· Undoped dimensions (2x): 4mm dia x 20mm length at each side of doped section
· Total length > 60.6mm

· Barrel inspection polished 
· Ends laser polished with 30 minute (half degree) antiparallel wedges along c-axis

· AR/AR coated at 2 micron
Any leftover starting material shall be returned to NASA Langley Research Center if it is not used.
