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NOTES:

MATERIAL: 4150 PRE-HARD RC 35 MINIMUM

2.         REMOVE BURRS AND BREAK EDGES

FINISH PART 
32

ALL OVER, ELECTROLESS NI PLATE 0.0015 THICK

ENGRAVE THE SCALE MARKING AND NUMBER AS SHOWN.
            FILL ENGRAVING WITH BLACK PAINTAFTER PLATING, WIPE PAINT OFF PART TO SHOW CONTRAST.
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